BORING LOGS
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lllinois Depai..nent Page 1 of 1
of Transportation SOIL BORING LOG
%g;km of Highways Date 1/25/07
P92-047-07 Box Culvert on IL 78, just N. of E.
ROUTE FAP 642 DESCRIPTION Willow Road LOGGED BY W. Garza
SECTION (10,11 T LOCATION _Pleasant Valley Twp. - 15 SW, SEC. , TWP. 26N, RNG. 4E
COUNTY JoDaviess DRILLING METHOD Hollow Stem Auger HAMMER TYPE _ CME-45 Automatic
STRUCT. NO. 043-1056 DI B | U | M |surface Water Elev. ft
Station 183+00 Ej L | C | O streamBedElev. 965 ft
Pl O S i
BORING NO. B-1 T|wW S |l Groundwater Elev.:
Station 182+98 Hi §jQu | T First Encounter fit
Offset 34.00ft Rt CL . Upon Completion ft
Ground Surface Elev. __98.0 ft | {ft)]|(167) | (tsf) | (%) || After Hrs. ft
MEDIUM brown SILTY CLAY
LOAM R 05| 23
: ] P
: 96.00
MEDIUM brown SILTY LOAM 2
13 {o0s]|30
94.50 A
STIFF dark brown SILTY CLAY s 3
LOAM — 3 | 1128
1618
91.50 - _|
VERY LOOSEAOOSE dark 2
brown dirty SAND & GRAVEL ST 2
so.s0 | 2
MEDIUM brown dirty SAND & 0] 2
GRAVEL with chert 1 &
g7oo__ | 8
MEDIUM tan dirty weathered 12
LIMESTONE with chert fragments .13
........ s 14
DENSE Same as above 5| 16 .
: 17
82.00 18
VERY DENSE Same as above 100/17
7950
End of Boring o ~
20

The Unconfined Compressive Strength (UCS) Failure Mode is indicated by (B-Bulge, S-Shear, P-Penetrometer)
The SPT (N value) is the sum of the last two blow values in each sampling zone (AASHTO T206)

BBS, from 137 (Rev. 8-99)
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SOIL BORING LkOG

P92-047-07 Box Culvert on IL 78, just N. of E.

Date __1/29/07

FAP 642 DESCRIPTION Willow Road LOGGED BY _W. Garza_
SECTION (10,11 T LOCATION _Pleasant Valley Twp. - 15 SW, SEC. , TWP. 26N, RNG. 4E
COUNTY ___ JoDaviess DRILLING METHOD Hollow Stem Auger HAMMER TYPE __CME-45 Automatic
STRUCT. NO. D} B | U M llsuface Water Elev. ft

Station 183+00 El L C | O StreamBedElev 9.5 ft
plojs |1 B
BORING NO. B-2 Tiw S |l Groundwater Efev.:
Station 183+18 Hi"S jQu| T || FistEncounter 877 Y
Offset 13.00ft Lt CL Upon Completion ft
Ground Surface Elev. __99.7  ft [(ft)](/6") | (tsf) | (%) || After Hrs. ft
"MEDIUM brown SILTY CLAY
LOAM N 06| 25
| I
97.70
MEDIUM dark gray SILTY LOAM 3
1 4 o8| 38
9620 5P
MEDIUM dark gray SILTY LOAM 5 3
4 o8] 34
93.70 S|P
LOOSE brown dirty SAND with 3
chert 3 18
4
90.70
LOOSE gray dirty SAND & 0 3
GRAVEL, moist 1 3
ss70__| 5
MEDIUM tan weathered - 7
LIMESTONE with chert 111
ss20 | 12
DENSE tan Same as above 5] 11
' Tl
83.70 18
VERY DENSE Same as above 16
19
8120  [100/6]
End of Boring
20}

The Unconfined Com
The SPT (N value} is

pressive Strength (UCS) Failure Mode is indicated by (B-Bulge, S-Shear, P-Penetrometer)
the sum of the last two blow values in each sampling zone (AASHTO T206)

BBS, from 137 (Rev. 8-99)
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